SECTION 705 – JOINT MATERIALS





Make the following amendment to said Section:





(I)	Amend Subsection 705.06     Waterproofing to read as follows:





“705.06	Waterproofing.





(A)	Primer.     Primer shall conform to AASHTO M 116ASTM D 41.





(B)	Fabric.     Fabric for waterproofing shall conform to ASTM D 1668.





(C)	Asphalt.     Asphalt for waterproofing shall conform to AASHTO M 115ASTM D 449. (For 503)

















END OF SECTION 705
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