SECTION 203 – EXCAVATION AND EMBANKMENT

Make the following amendment to said Section:
(I)
Amend 203.03(C)(2)(a) – Maximum Dry Unit Weight from line 245 to line 255 to read as follows:

“(a)
Maximum Dry Unit Weight.     Test for maximum dry unit weight according to AASHTO T 180,  and apply the correction for fraction larger than 3/4 inch.     Use Hawaii Test Method HDOT TM 5 for sample preparation of sensitive soils when so designated by the Engineer.”  

END OF SECTION 203
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