SECTION 314 – CONTROLLED LOW STRENGTH MATERIALS (CLSM) FOR UTILITIES AND STRUCTURES
Make the following amendments to said Section:
(I)
Amend 314.04 – Measurement by revising line 83 to read as follows:

“314.04
Measurement.  
(A)
The Engineer will not measure CLSM for payment.
(B)
The Engineer will measure CLSM per cubic yard in accordance with the contract documents.”
(II)
Amend 314.05 – Payment by revising lines 85 to 90 to read as follows:

“314.05
Payment.  
(A)
The Engineer will not pay for CLSM separately and will consider the cost for CLSM as included in the contract prices of Section 204 – Excavation and Backfill for Miscellaneous Facilities, Section 205 – Excavation and Backfill for Bridges and Retaining Structures, or Section 206 – Excavation and Backfill for Drainage Facilities, or combination thereof.  The cost is for the work prescribed in this section and the contract documents.

(B)
The Engineer will pay for the accepted CLSM at the contract unit price per cubic yard, as shown in the proposal schedule.  Payment will be full compensation for the work prescribed in this section and the contract documents.


The Engineer will pay for the following pay item when included in the proposal schedule:

Pay Item





      
       Pay Unit

CLSM








  Cubic Yard”
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